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GUANGDONG YIHAO NEW MATERIAL TECHNOLOGIES INC .

B6/BUILD,XI CHENG INDUSTRIAL ZONE II ,HENGLI TOWN,DONGGUAN CITY,GUANGDONG PROVINCE 

CHINA.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Z830 NC .

SGS Job No. : CP21-013287 - SZ .

Date of Sample Received : . 24 Mar 2021.

Testing Period : . 24 Mar 2021 - 30 Mar 2021 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Jessie Li.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN21-044115.001 White plastic grains .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Persistent, Bioaccumulative, and Toxic (PBT) Chemicals under US EPA Toxic Substances Control Act 

(TSCA) Section 6(h).

Test Method : . SGS In-house method (GZTC CHEM-TOP-149-04, With reference to US EPA Method 

3550C:2007), analysis was performed by GC-MS. .

Test Item(s). CAS NO. Unit. MDL. 001.

Hexachlorobutadiene (HCBD) . 87-68-3. mg/kg. 5. ND.

2,4,6-Tris(tert-butyl)phenol (2,4,6-TTBP) . 732-26-3. mg/kg. 5. ND.

Pentachlorothiophenol (PCTP) . 133-49-3. mg/kg. 5. ND.

Phenol, isopropylated phosphate (3:1) (PIP 3:1) . 68937-41-7. mg/kg. 5. ND.

Decabromodiphenyl ether (Deca-BDE) . 1163-19-5. mg/kg. 5. ND.



Test Report. No. CANEC2104411501  Date: 30 Mar 2021 . Page 3 of 3.

Sample photo: .

CANEC2104411501

CAN21-044115.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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